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Abstract 

One of the most important Mayan cities of the Classic period (A.D. 200–900) of Mesoamerica is Palenque, in Chiapas. 
The Mayan civilization attributed great importance to greenstone minerals, in particular jadeite. This study covers the 
analysis of greenstones found in royal tombs of several temples corresponding to the Classic period: the Temple of 
the Skull, Temple of the Cross and Temples XVIII and XVIII-A. The aim of this research is to determine the use of green-
stone minerals and the raw materials’ sources as a first step in understanding the development of Palenque and its 
relationships to other sites in the Maya region. Here, we present a non-destructive in situ study of lithic objects carried 
out by means of a several spectroscopic techniques, such as Raman, Fourier transform infrared (FTIR), X-ray fluores-
cence (XRF) and color measurements, at the Palenque site museum. FTIR and Raman allowed for the identification of 
minerals including jadeite, omphacite, amazonite, albite, muscovite and green quartz. Moreover, XRF was effective for 
in situ analysis of the elemental composition of the artifacts. This information was essential for sourcing the raw mate-
rials, in particular, jadeite. It was possible to infer the exploitation of an unknown source of jadeite for the earlier burial 
(A.D. 250–450). During this period the exploitation of the Verapaz and Motagua jadeite deposits also began. These 
sources were the primary deposits used for the manufacture of the artifacts studied from the period of A.D. 600–850. 
Also, a greater diversity of minerals is observed during the zenith of Palenque during this period, corresponding to 
the reign of Pakal. Although, between burials, the color of the artifacts is diverse, the color measurements indicated 
similarity in color among artifacts within individual burials.
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Background
Cultural heritage materials are highly valuable for 
humanity due to their historical importance. Thus their 
study requires special care in order to ensure their pres-
ervation. The information gleaned from material char-
acterization can be useful for future investigations. 
Furthermore, many cultural heritage items cannot be eas-
ily moved from their location; thus the need to develop 
in  situ analyses with portable equipment is highly 

important. For this reason, portable and non-destructive 
spectroscopic techniques have become powerful tools 
to analyze the structure and properties of materials of 
cultural and historical value. In this work, spectroscopic 
techniques, such as Fourier transform infrared (FTIR), 
Raman, X-ray fluorescence (XRF) and color measure-
ments have been applied in situ to study lithic archaeo-
logical artifacts. These techniques are complementary 
to each other and they provide information at an atomic 
level (XRF), while others give insight into the molecu-
lar structure (Raman and FTIR). They can be applied to 
study a diverse range of objects, including polychrome 
works, ceramics, inks, stamps, alloys or stone arti-
facts, and other valuable materials [1]. The information 
obtained from the study of these artifacts can provide 
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relevant information on the development of a certain 
society and its relationships, such as the possible ways in 
which its culture and technology propagated.

In terms of vibrational spectroscopy, Fourier trans-
form infrared spectroscopy (FTIR) represents a powerful 
non-destructive technique for diagnostic and conserva-
tion of archaeological items. The technique permits the 
identification of characteristic vibrations associated with 
functional groups in a given molecule [2]. Raman spec-
troscopy, being non-destructive, fast, sensitive, repro-
ducible and less expensive than other techniques is being 
increasingly used for artwork analyses [3], in particu-
lar for pigment identification. Raman spectroscopy in 
fact complements the FTIR analysis [4]. Additionally, in 
terms of atomic spectroscopy, X-ray fluorescence is the 
most widely employed technique for quantitative ele-
mental analysis in the field of archaeometry due, among 
other factors, to its portability, non-invasive nature and 
multi-element identification capabilities [5, 6]. On the 
other hand, colorimetric techniques are employed to 
measure and determine in an objective way the color of a 
given sample as a function of its interaction with light [7].

Archaeological context
Palenque is located in the north of the state of Chiapas, 
Mexico, in a region with a high abundance of water, 

hence the site’s original name of Lakamha (“Big Water”). 
This city-state was one of the most influential during the 
Classic period (A.D. 200–900) in this region [8]. Four 
temples of this city (namely the Temples of the Skull, the 
Cross, XVIII and XVIII-A) are particularly relevant for 
this project because of the quality and amount of green-
stones found at the excavated burials (Figure 1). Some of 
the constructions in Palenque were built on the remains 
of other previous structures that most likely were sacred 
zones of great importance. This fact confirms that there 
were periods of reconstruction and renovation of the 
Mayan temples. This study focuses on the burials found 
in the temples of the Cross Group, the Great Plaza, and 
the ones in the South Acropolis (South of the Cross 
Group). The chronology of these temples was established 
from pottery remains and stratigraphy.

The South Acropolis group was a very important cer-
emonial zone in the city. It consists of the temples XVIII 
which was built (A.D. 600–850) over the foundations of 
earlier Classic buildings and XVIII-A (A.D. 250–450) 
where the oldest burial was discovered.

The Cross Group is composed of three important cer-
emonial temples that constitute the core of this section: 
the Temple of the Foliated Cross, the Temple of the Sun 
and the Temple of the Cross (A.D. 300–600). These tem-
ples were built to honor the Palenque Triad, the gods 

Figure 1 Location of the temples in Palenque where the greenstone artifacts were discovered (modified from [19]).
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referred to as GI, GII y GIII. Their architectonic recon-
struction was carried out during the late Classic period, 
more specifically between 600 and 900 [9–13].

The Temple of the Skull (A.D. 700–770) is located at 
the Great Plaza which is considered the Imperial necrop-
olis of Palenque, where the Palace is. It was erected in the 
South part of the Plaza next to the Temple of the Inscrip-
tions where the famous Great Pakal tomb was found, the 
Temple XIII where the Red Queen was buried and the 
Temple XII-A. The Temple of the Skull has a substruc-
ture called the Dark Temple [12].

The analytical examination of Mayan greenstones rep-
resents an interesting subject of study since their pres-
ence assigns higher importance to an elite burial and a 
temple. Greenstones were said to ease the transit of the 
deceased in their journey and this would explain their 
presence in many royal burials. These artifacts have 
been found in burial sites of several Mayan cities, such 
as Palenque, Petén, Calakmul, Uaxactún or Copán, just to 
mention a few examples [14, 15].

They were highly valued in Mesoamerican societies, 
specifically jadeite which can be associated with albite, 
omphacite and quartz, as they represented power, fertil-
ity and even life itself [16]. Jadeite stones have their origin 
in basic igneous rocks that underwent a process of meta-
morphism due to the tectonic plates’ collisions in the 
Motagua fault in Guatemala. This is a unique region in 
Mesoamerica with the required geological conditions for 
jadeite formation [17, 18].

The materials studied are housed in the Museum of 
the Archaeological Site in Palenque, Chiapas. For this 
research, we studied three objects from tomb 3 in the 
Temple XVIII-A dated between A.D. 250 and 450. The 
15 pieces of tomb 5 located in the Temple of the Cross 
(dated between A.D. 300 and 600), and the pieces recov-
ered from tomb 2 in Temple XVIII, where both graves 
have a date from A.D. 600 to 850 A.D, were also included 
in the analysis. The five pieces from tomb 1 located in a 
substructure of the Temple of the Skull (A.D. 770–770), 
including one with an inscription corresponding to A.D. 
697, were also analyzed.

Methods
In this work, we studied vibrational, elemental and color 
properties, using the following portable techniques:

Fourier transform infrared spectroscopy (FTIR)
The FTIR portable equipment used in this research was 
an Alpha spectrometer by Bruker Optics, correspond-
ing to the spectral region between 400 and 4000 cm−1. It 
includes a camera that allows the user to obtain photo-
graphs of the area under study, either in the presence or 
absence of light. The obtained spectra are displayed and 

visualized with the aid of specialized software (OPUS 7) 
and processed using ORIGIN. In order to reduce noise 
signals in the spectra, 32 scans were carried out on each 
piece. The experimental bands were compared with spec-
tra from databases [20].

Raman spectroscopy
The Raman spectrometer used was an Inspector Raman 
by Delta-Nu handheld system, equipped with a 785-
nm laser with a spectral range from 200 to 2000  cm−1. 
A removable microscope with LED light and a cam-
era are also included. It was set to work with a resolu-
tion of 15 cm−1. The characteristic mineral spectra were 
obtained usually after 15 s of measurement on a 50 μm 
spot. However, the NuScope software gives us the capa-
bility of adjusting the acquisition time from 1 s to observe 
less fluorescence. The peaks were compared with RRUFF 
databases in order to identify the minerals.

X‑ray fluorescence spectroscopy (XRF)
Portable equipment for the elemental XRF study was the 
non-destructive X-ray analysis system (SANDRA) devel-
oped by our group [21]. It is composed of a Mo X-Ray 
tube with a Be window, a X-123 Si-PIN detector from 
Amptek and a collimator of 1.5-mm diameter. Two lasers 
are manually focused using a camera coupled with the 
device in order to set the analysis region. The conditions 
used for the analyses were 0.500 mA, 35 kV and the spec-
tra acquisition lasted 90 s per region. The obtained data-
sets were processed with the software Amptek PMCA. 
Subsequently, the semi-quantitative study was performed 
with the aid of the AXIL software [22–26].

Color measurements (CM)
The system employed for these measurements was an 
Ocean Optics USB2000 spectrometer with a 200–900 nm 
fiber optic spectral range and equipped with a CCD 
detector and a Vis–NIR fiber optic probe. The obtained 
measurements of a*(green–red), b*(yellow–blue) from 
CIE-Lab were processed using ORIGIN [27]. Given the 
heterogeneity of green tonalities in the pieces, different 
points were chosen on each object to gather the maxi-
mum possible information on color variability.

Results and discussion
Each artifact was analyzed using FTIR, Raman, XRF, and 
color measurements [28, 29]. However, it was not always 
possible to obtain valuable information from each tech-
nique, as for instance in the case with Raman spectra, 
some minerals may generate a high fluorescence, resulting 
in a Raman spectrum dominated by this phenomenon. In 
contrast with the FTIR and XRF results, we were able to 
pinpoint the different minerals used in the royal burials. 
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Nevertheless, in some specific cases, Raman provided 
useful data for the mineral identification (e.g. muscovite).

In this study we were able to identify a range of dif-
ferent minerals among the greenstones, such jadeite, 
albite, omphacite, quartz, muscovite and amazonite 
[30]. Table 1 presents an overview of these minerals: the 
inventory number assigned for each of the artifacts is 
noted along with the temple in which it was discovered, 
the technique used to identify minerals, and the detected 
elements. Several pieces have a combination of two or 
more minerals. Below we present details on the miner-
alogical study by FTIR and Raman for each set of objects 
from each temple, a discussion of the elemental composi-
tion data and finally the color measurement results.

Mineral identification
(a) Temple of the Skull

The five objects studied from this temple are shown 
in Figure  2. They consist of a mineral carving, and two 
necklaces. In the latter we differentiate between the neck-
lace charm and the beads. Their FTIR and Raman spec-
tra are presented in Figures 3 and 4, respectively. All of 
the objects are composed of both jadeite and albite. The 
two strong absorption bands observed near 1000 and 
1050  cm−1 can be related to the Si–O bond stretch-
ing vibrations which occur in albite. Also, bands at 600 
and 470 cm−1 are attributed to the albite O–Si–O bond 
angle deformations. As for jadeite, strong bands between 
950 and 1100  cm−1 correspond to various Si–O vibra-
tional stretching modes and those shown between 425 
and 585 cm−1 refer to jadeite Si–O–Si bond angle defor-
mations and Al–O vibrations. However, the quantity of 
albite differs from piece to piece.

One way to differentiate between nephrite and jadeite 
is the presence of peaks near 756 and 685  cm−1 in the 
FTIR reference spectrum of nephrite (Figure  3). None 
of the spectra obtained shows those absorption bands. 
This correlates with the fact that nephrite has not been 
found in Mesoamerica and the only known archaeologi-
cal source of jadeite in that area is the Motagua Valley.

The results are also confirmed by the available Raman 
data, as presented in Figure  4. Characteristic Raman 
vibrations of jadeite in reference spectra can be found 
at 292 and 328  cm−1 (Na–O stretching vibrations), at 
375  cm−1 (due to Al–O vibrations), at 524, 700 and 
779 cm−1 (Si–O bending vibrations) and at 986, 992 and 
1040  cm−1 (Si–O stretching vibrations). In the experi-
mental spectra, due to the production of background flu-
orescence, only the strongest peaks can be matched with 
the reference spectra, such as those produced by Al–O 
vibrations and bending and stretching Si–O vibrations.

The artifact 1761 is one of the necklace beads while 
piece 1762 is the necklace charm and both are primarily 

composed of jadeite, with minimal presence of albite in 
some of the analyzed beads. Similar to the previous case, 
piece 1763 refers to the set of beads while piece 1764 
is the charm. Only jadeite was identified in these two 
artifacts.

(b) Temple of the Cross
A ring-shaped object, a set of two column-type bars 

and a pectoral ornament were studied from this tem-
ple (Figure  5). The predominant minerals found in 
these pieces are omphacite, found in the ring-shaped 
object and the pectoral ornament, and muscovite in the 
columns.

Due to the molecular similarities between omphacite 
and jadeite, is it expected that their infrared spectra are 
very similar [31]. However, FTIR spectroscopy, make it 
possible to distinguish one from the other. For example, 
the relative intensity of the jadeite bands between 900 
and 1100 cm−1 changes to a less pronounced difference 
in the case of omphacite. A second difference is the small 
shift in the signals of spectra between 400 and 700 cm−1, 
as well as a shoulder or plateau near 880 cm−1 for ompha-
cite. Typical infrared spectra of these artifacts are shown 
in Figure  6. Here the experimental spectrum obtained 
is compared with the FTIR reference of jadeite to stress 
the difference. The twelve pieces corresponding to 1413–
1424, presumably part of an ornament used in the pecto-
ral area, were identified as composed of omphacite.

On the other hand, the two column-type objects 
were found to be composed of a combination of miner-
als where muscovite is present but the other mineral 
component remains unidentified. The two columns are 
identified as a muscovite type mineral, with typical IR 
stretching vibrations for Si–O in muscovite that appear 
near 1030 cm−1 and its bending equivalent at 470 cm−1, 
Al–OH bands that can be seen near 910 cm−1, in-plane 
vibrations Si–O–Al at 748  cm−1 and Al–O stretch-
ing vibrations at 825  cm−1. Raman spectra (Figure  7) 
show Si–O–Si symmetric stretching vibrations around 
700 cm−1 and Al–O–Al symmetric stretching vibrations 
at 410 cm−1.

(c) Temple XVIII
From the Temple XVIII, nine objects were analyzed. 

These objects consist of two bracelets, five necklaces 
and two small plaques as shown in Figure 8. Each of the 
bracelets and necklaces is composed of several beads. 
In total 235 beads were analyzed among the nine items. 
The large majority of them were identified as jadeite or 
omphacite with some albite. Other minerals identified 
were muscovite, green quartz and amazonite. Their char-
acteristic FTIR spectra are presented in Figures 9 and 10 
(see also Additional file 1).

Characteristic infrared vibrations of green quartz are 
observed between 1080 and 1175  cm−1 due to Si–O 
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Table 1 List of the pieces analyzed from each temple (ordered chronologically) and results of their mineral characteriza-
tion. Detected elements were ordered by its X-ray intensity in the XRF spectra

Piece Applied techniques Mineral identification Detected elements

Temple XVIII-A (A.D. 250–450) 1343 FTIR, XRF Jadeite/albite Fe, Ca, Cr, Si, Ni, Zn, Mn, Sr, Ti

FTIR, XRF Obsidian Fe, K, Ca, Si, Rb, Sr, Mn, Ti

FTIR, XRF Calcium carbonate Ca, Sr

1347 FTIR, Raman, XRF, CM Jadeite Fe, Ca, Si, Cr, S, Ni, Ti, Mn

1348 XRF – Ca, Sr, Fe

Temple of the Cross (A.D. 300–600) 1410 FTIR, Raman, CM Omphacite –

1411 FTIR, Raman, XRF, CM Muscovite K, Fe, Sr, Ti, V, Si, Rb, Ca, Cr

FTIR, Raman, XRF, CM Unidentified Ca, Fe, Sr, K, Si, Ti, V, Rb

1412 FTIR, Raman, XRF, CM Muscovite K, Fe, Sr, Ti, V, Si, Rb, Ca, Cr

FTIR, Raman, XRF, CM Unidentified Ca, Fe, Sr, K, Pb, Si, Ti, V

1413–1424 FTIR, Raman, XRF, CM Omphacite Fe, Ca, Sr, Si, Cr, Mn, Ni, Ti, S

Temple of the Skull (A.D. 700–770) 1344 FTIR, XRF, CM Jadeite Fe, Ca, Cr, Si, Sr, Ga, Mn, Ti

FTIR, XRF, CM Albite Fe, Ca, Cr, Hg, Si, Sr, Zn, Mn, Ni, S, Ti

1761 FTIR, Raman, XRF, CM Albite Fe, Ca, Si, Mn, Zn, Cr

FTIR, Raman, XRF, CM Jadeite Fe, Ca, Si, Sr, Mn, Ga, Cr, Ni, V, S

1762 FTIR, XRF, CM Jadeite Fe, Ca, Sr, Cr, Si, Ga

1763 FTIR, Raman, XRF, CM Jadeite Fe, Ca, Si, Sr, Ni, Cr, V, Mn

1764 FTIR, Raman, XRF, CM Jadeite Fe, Ca, Si, Sr, Cr, Mn, S

Temple XVIII (A.D. 600–850) 1765 FTIR, Raman, XRF, CM Jadeite Fe, Ca, Cr, Mn, Si, Ni, Sr

FTIR, Raman, XRF, CM Muscovite K, Fe, Sr, Ti, Ca, Cr, Rb, Zn, Si, Cu, Ni

FTIR, Raman, XRF, CM Jadeite/albite Fe, Ca, Si, Mn, Ni, Ti, K, Cr

FTIR, Raman, XRF, CM Omphacite Fe, Ca, Cr, K, Ni, Si, Mn, Sr

FTIR, Raman, XRF, CM Quartz Ca, Cr, Fe, Si, Zn, Ni, Rb, K, Cu, Mn

2433 FTIR, Raman, XRF, CM Jadeite Fe, Ca, Ga, Ni, Si, Cr, Mn, Ti

FTIR, Raman, XRF, CM Omphacite Ca, Fe, Ni, Cr, Sr, Si, Mn, Ga

FTIR, Raman, XRF, CM Albite Fe, Ca, Sr, Si, Cr, Ga, Zn, Ni, Mn, K, S, V

2439 FTIR, XRF Jadeite Fe, Ca, Si, Cr, Mn, Ga, Sr, Ti, Ni

FTIR, XRF Jadeite/albite Fe, Ca, Si, Sr, S, Mn, Ti, Cr

2440 FTIR, Raman, XRF, CM Jadeite/albite Fe, Ca, Si, Sr, S, Mn, Ti, Cr

FTIR, Raman, XRF, CM Amazonite/albite Rb, K, Ca, Cu, Fe, Si, Hg, Ti

FTIR, Raman, XRF, CM Albite Fe, Ca, Si, Sr, Cu, K, Mn, Ti

FTIR, Raman, XRF, CM Omphacite Ca, Fe, Mn, Sr, Si, Cr, K, Ti

2441 FTIR, XRF Jadeite/albite Fe, Ca, Cr, Sr, Ni, Cu, Mn, Si, Ti, K

FTIR, XRF Jadeite Fe, Ca, Hg, Cr, Zn, Si, Mn, Ni, K, Ti

2442 FTIR, Raman, XRF Amazonite Rb, K, Fe, Ca, Si, Pb, Ga

FTIR, Raman, XRF Jadeite Fe, Ca, Hg, Cr, Ti, Si, Mn, K

FTIR, Raman, XRF Omphacite Ca, Fe, Ni, Cr, Sr, Si, Mn, Ti, K

2443 FTIR, XRF Albite Sr, Ca, Fe, Ni, Si, Cr, Hg, Mn

FTIR, XRF Jadeite Fe, Ca, Sr, Si, Ni, Mn, Hg, Cr, Ti

FTIR, XRF Omphacite Fe, Ca, Sr, Si, Mn, Zr, Cr, Ni

FTIR, XRF Quartz Fe, Cr, Ca, Si, Hg, Ni, K, Mn, S

2671 FTIR, XRF Amazonite Rb, K, Ga, Pb, Si, Ca, Se, Fe

FTIR, XRF Jadeite Fe, Ca, Si, Cu, Mn, Cr, Ni, S, Ti

2933 FTIR, Raman, XRF, CM Albite Zn, Si, Sr, Ca, Fe

FTIR, Raman, XRF, CM Jadeite Fe, Ca, Rb, Si, Cr, Mn
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asymmetric stretching vibrations; Si–O stretching vibra-
tions near 780 and 800 cm−1; Si–O asymmetric bending 
vibrations at 474  cm−1 and symmetric vibrations of the 
same bond at 695  cm−1. Its Raman vibrations include 
peaks near 450 cm−1 due to Si–O symmetric stretching 

vibrations and bending vibrational modes between 800 
and 1100 cm−1 of the Si–O–Si bond. Amazonite, on the 
other hand is a feldspar whose characteristic peaks can 
be observed between 475 and 515  cm−1 (Si–O bond 
vibrations and Si–O–Si or Si–O–Al). The peak shown 
near 252 cm−1 relates to lattice vibrational modes of the 
described mineral.

Piece 2433, after FTIR analysis, was found to have 
jadeite, omphacite and albite in its composition. Raman 
studies were helpful to confirm the presence of these 
minerals, as well as to identify amazonite using refer-
ence spectra. The artifact 2439 revealed the presence of a 
combination of jadeite and albite, as it can be concluded 
from an overlapping of characteristic peaks for each 
one of the involved minerals in the infrared and Raman 
corresponding spectra. In the beads of the bracelet 
2440, a combination of amazonite/albite, jadeite/albite, 

Figure 2 Mineral carving and two necklaces from the Temple of the Skull (A.D. 700–770).

Figure 3 FTIR spectra of the objects from the Temple of the Skull. 
Jadeite is identified in all the artifacts. Albite contents are different in 
each piece.

Figure 4 Raman spectra of the pieces from the Temple of the Skull. 
Jadeite identification agrees FTIR results.
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omphacite and albite were identified. Jadeite and jade-
ite/albite were confirmed in piece 2441 while amazonite, 
jadeite and omphacite were detected in the beads of the 
necklace 2442; also jadeite, omphacite, quartz and albite 
were found in piece 2443 whereas amazonite and jadeite 
were identified in the beads of artifact 2671. Jadeite and 

albite are the minerals that constitute the small plaque 
2933.

The variety of minerals clearly increased after A.D. 600, 
probably due to Palenque’s growth and its consolidation 
as a ruler city in northern Chiapas area and the expan-
sion of its trade routes.

(d) Temple XVIII-A
In total, three types of artifacts from the earlier Tem-

ple XVIII-A were studied. These included a set of two 
earpieces, a set of three waist ornaments, and a mask 

Figure 5 Ring-shaped object, a set of two column-type bars and a pectoral ornament discovered in the Temple of the Cross (A.D. 300–600).

Figure 6 Typical FTIR spectra of pieces from the Temple of the Cross. 
Muscovite and omphacite are identified.

Figure 7 Raman spectra of pieces from the Temple of the Cross. 
Muscovite peaks are observed.
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(Figure 11). These objects correspond to the oldest tomb 
discovered in an elite building at Palenque.

Apart from jadeite and albite in the majority of the mask 
fragments, obsidian and a shell-like material were found in 
the irises and the white of the eyes, respectively. The ear-
pieces are pure jadeite artifacts and the waist ornament 
is made of a calcium carbonate as supported by the high 
amount of Ca detected in the XRF analyses (Figures 12, 13).

Elemental characterization
With the aid of XRF, the elemental composition of 
the objects was identified after comparison of the 

experimental spectra with the values for the K and L 
emissions (keV)—see Additional file  1. All the elements 
found correspond to the chemical composition of the 
identified minerals, including trace elements that may be 
useful for identification of mineral deposits (Table 1).

XRF is helpful for tracking the origin of a certain min-
eral by taking into consideration its elemental com-
position. In this sense, a factor analysis approach was 
followed to facilitate the identification of patterns and 
relationships between the objects studied [32].

The intensity of the signals obtained by XRF was used 
for the quantification of the elements that constitute the 

Figure 8 Bracelets, five necklaces and two small plaques analyzed from the Temple XVIII (A.D. 600–850).
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archaeological object. This elemental composition can be 
used to infer the most probable origin of raw stone mate-
rials when it is compared with the elemental composition 
of the deposit ore. This is feasible for the same type of 
mineral, so that it was possible to analyze and to interpret 
the variation in the proportions of the elements in each 
piece, to identify those with a similar composition and to 
compare it with the composition of the known deposits 
of jadeite.

In order to obtain statistically reliable results, the orna-
ments containing several distinct pieces, such as neck-
laces and bracelets with many beads, were taken into 
consideration for this type of analysis. These pieces cor-
respond to objects from Temple XVIII, specifically: 1765, 
2433, 2440, 2441, 2442, 2443 and 2671. Furthermore, the 
mask 1343 of the Temple XVIII-A was analyzed too, due 
to its importance This mask is the earliest one discovered 
in Palenque.

a b

c

Figure 9 FTIR spectra of a albite/jadeite, b quartz, amazonite, muscovite and c albite/amazonite obtained from the pieces found in the Temple 
XVIII.
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Two Guatemalan jadeite references, one coming from 
The Motagua Valley (M) and the other one from Vera-
paz (V), were compared to the experimental elemental 
composition obtained for each one of the ornaments, in 

order to infer their origins. The beads that could not be 
identified using the molecular spectroscopic techniques 
are called unidentified; however, they were integrated 
into this analysis due to the similarity in their chemi-
cal composition with the jadeite minerals. In Figure  14, 
we observed three groups of objects separated by their 
distinct chemical compositions. This might lead to the 
conclusion that not all of the beads come from the same 
source. One of the groups fits with the Motagua reference 
(2) and the other one with Verapaz reference (1), so we 
can assume the material used for the beads within those 
groups originated at the Motagua and Verapaz sources, 
respectively.

Besides, as we can notice, most of the tesserae cor-
responding to the mask of the Temple XVIII-A (1343) 
fit with the group number 3, so we can infer that these 
actual identified deposits were possibly exploited during 
the earlier period A.D. 250–450 of Palenque, because few 
objects correspond to Verapaz and Motagua beds. Later 
in the period A.D. 600–850, Motagua and Verapaz were 
the main deposit minerals used to manufacture the orna-
ments with greenstones, since most of the studied objects 
correspond to group 1 and 2. The expansion of exchange 
routes and the access to more pieces from these sources 
during the late Classic may be related to Palenque’s 
growth due to the reign of Pakal in this period.

Color measurements
These measurements (CM) were carried out to obtain 
valuable information concerning the tonalities of the 

Figure 10 Raman spectra of quartz, omphacite, amazonite and 
jadeite confirming the presence of these minerals in the artifacts of 
Temple XVIII.

Figure 11 Mask, two earpieces, a set of three waist ornament from the Temple XVIII-A (A.D. 250–450). This mask is the earliest one discovered in an 
elite tomb in Palenque.
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different artifacts [33]. Although it is likely that different 
greenstones were selected to match the color of the rest 
of the objects chosen as offerings for the specific temple, 
it can be seen from Figure 15 that there is considerable 
color dispersion. More than a religious or social expla-
nation, this color dispersion reflects the natural hetero-
geneity of the minerals employed in the manufacture of 
the distinct Mayan ornaments. The color measurements 

show that a higher data dispersion occurs in Temples of 
the Skull and XVIII, whereas the dispersion is reduced in 
the Temple of the Cross and XVIII-A, the older construc-
tions. A possible explanation might be that the green-
stones found in these last two temples might have been 
more carefully selected because of the importance of 
these buildings, regardless of the natural heterogeneity of 
the stones mentioned before. Another explanation is the 
increase in the availability of greenstone and stone mate-
rials after A.D. 600 following the expansion trade routes 
and the up growth of Palenque.

Conclusions
Since the green color was sacred to the Mayan civiliza-
tion due to its life-giving connotation, greenstones were 
highly valued. Their use in funerary offerings, rituals and 
royal ornaments is well documented. The use of Fourier 
transform infrared and Raman spectroscopies, X-ray flu-
orescence and color measurements enabled us to imple-
ment a holistic suite of methods to identify and classify 
the different minerals used in burial offerings dating from 
the Classic period (200–900 A.D.) found in the Mayan 
Temples of the Skull, the Cross, XVIII and XVIII-A, 
located in the city of Palenque, Chiapas, Mexico.

FTIR and Raman spectroscopies proved to be useful 
techniques for the identification of the mineral compo-
sition of these archaeological materials, although the 
latter one showed some limitations due to the pres-
ence of non-desired background fluorescence using a 
785  nm laser. The combined use of these spectroscopic 
techniques supplies satisfactory information about the 
minerals employed in the manufacture of offerings and 
ornaments. Although jadeite was particularly valued and 
treasured by this civilization, a variety of green miner-
als such as omphacite, quartz, muscovite and albite were 
identified in the various ornaments studied. Even ama-
zonite, a blue-greenish mineral, was encountered among 
the artifacts.

XRF was successfully employed to obtain the elemen-
tal analyses of the objects. A statistical study was carried 
out to track the most probable provenance of the beads 
and tesserae using the relative intensities of characteris-
tic X-rays resulting in the identification of three different 
mineral ores exploiting during the period 250–850 A.D: 
an unidentified deposit used earlier during the period 
250–450 A.D., and Motagua and Verapaz deposits ores 
for the later period between 600 and 850 A.D.

In addition, colorimetric studies provided reliable 
information on the various green tonalities of the ana-
lyzed objects. It was observed that, even among orna-
ments belonging to the same temple, not all pieces have 
the same mineral composition or the same color. In fact, 
the pieces exhibit considerable color disparity as well as 

Figure 12 FTIR spectra of pieces from Temple XVIII-A. Jadeite and 
albite are identified.

Figure 13 Typical Raman spectrum of pieces from Temple XVIII-A. 
Main peaks of jadeite are observed.
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different mineral compositions. Although this could be 
concluded at first glance given the heterogeneity of their 
tonalities, it is important to mention that special care 
must have been taken in the selection of minerals and 
their tonalities so that the offerings and artifacts placed 
in one same temple were similar between them.

The increase of available greenstone minerals and access 
to their sources after A.D. 600 may be related to the growth 
of Palenque under the ruler Pakal and the consolidation of 

his dynasty. Palenque, as a pole of power in the northern 
area of Chiapas, expanded its exchange routes over time and 
thus its access to objects and materials from other locations.
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